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CLOTH, NYLON TWILL
5.4 oz per sq yd (183 g/m2), Smooth Finish

1. SCOPE:

1.1 Form: This specification covers one weight and type of finish of nylon
cloth.

1.2 Application: Primarily for use in the manufacture of aviation ground
clothing.

1.3 Classificatiioll:: 5.4 oz per sq yd (183 g/m2) weight with a smooth finish.

2. APPLICABLE DcrC~MENTS: See AMS 3788.

3. TECHNICAL REQUIREMENTS:

3.1 Basic Specification: The complete requirements for procuring the cloth
described he~ein shall consist of this document and the latest issue of the
basic specification, AMS 3788.

3.2 Properties: Cloth shall conform to the requirements of Table I and the
foll owing:

3.2. lWeav,e: Sh,al] bel :up 2 down or 2 up 1 down right hand tWill.

3.2.2 Width: ShaH be !not less tihalll 40 in. (] m) inclusive of selvages.

3.2.3 Weight: Shall be not greate!r than 5.4 oz per 'sqyd (183 g/m2).

3.2.4 Finish: Cloth shall be smooth and free from wrinkles.

4. QUALITY ASSURANCE PROVISIONS: See AMS 3788.

SAE Technical Board Rules provide that: "This report is published by SAE to advance the state of technical and
engineering sciences. The use of this report is entirely voluntary, and its applicability and suitability for any particular
use, including any patent infringement arising therefrom, is the sole responsibility of the user."

AMS documents are protected under United States and international copyright laws. Reproduction of these documents
by any means is strictly prohibited without the written consent of the publisher.

Copyright 1986 Society of Automotive Engineers, Inc. Printed in U.S.A.
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